
Absorption by weight

Density

Compressive strength

Flexural strength

ASTM C97

ASTM C97 164.4 lb/ft3 2 633.44 kg/m3

ASTM C170 34 027 Psi 234.61 MPa

Modulus of rupture ASTM C99 1 937 Psi 13.36 MPa

ASTM C880 1 754 Psi 12.1 MPa
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QUARRY LOCATION 
Barre, VT, U.S.A.

G ran it e
BETHEL WHITE®

BETHEL WHITE® granite displays a flawless, even 
grain and purity of color that truly makes it the most 
prized in the world. It’s the gold standard that all 
other white granites must measure up to.

*Computer generated images and printed reproductions may 
not accurately match natural stone colors.

*Building photos are meant to demonstrate stone appearance and may 
not necessarily be taken from Litecore™ projects.


